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Client name: Microarmor Antimicrobail Co., Ltd. 

Client address: Paoli industrial Park, Yuanzhou town, Huizhou city, China 

Sample name:  Antibacterial ABS 

Sample Batch No.: / 

Product Date: / 

Manufacturer:  / 

Sample other information: Addition of Microarmor Antimicrobial Agent 

---------------------------------------------------------------------------------------------------------------------------------------- 
Above sample(s) was/were submitted and certified by the client, SGS quoted the information 
with no responsibility as to the accuracy, adequacy and/or completeness. 
 

SGS Sample No.: GZAFN1812021864S.001 

SGS reference No.:  / 

Date of sample received:  Dec. 07, 2018 

Testing period: Dec. 07, 2018 ~ Dec. 17, 2018 

 
TEST(S) REQUESTED:  
Selected test(s) as requested by the applicant 
 
TEST METHOD(S):  
Please refer to next page(s) 
 
TEST RESULT(S):  
Please refer to next page(s) 
 
 
This test report has been drafted in English and maybe translated into other languages, The 
English version shall prevail. 
 
 
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch 
 
 
 
 
 
 
……………………… 
SGS Authorized Signature 

胡楷崎 Catherine Hu 

 
This test report refers only to the sample(s) tested. This document cannot be used for publicity, 
without prior written approval of the SGS. 
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TEST RESULT(S):  
Test of antimicrobial activity 
Test method: With reference to ISO 22196:2011  
Test organisms: Escherichia coli ATCC 8739, Staphylococcus aureus ATCC 6538P, Klebsiella 
pneumoniae ATCC 4352 

Test Organism(s) 
Concentration 

of bacteria 
(cfu/mL) 

Volume of 
test inoculum 

(mL) 

The log value of the 
number(cfu/cm2) that bacteria 
recovered from the different 

contact time 
The value of 
antimicrobial 

activity 
/ 

at “0h” 
contact 

time 

at “24h” 
contact 

time 

Escherichia coli 
 ATCC 8739 

1.5×106 0.2 
Sample / 1.97 

3.7 Control 
Sample 

4.18 5.65 

Staphylococcus 
aureus 

ATCC 6538P 
1.3×106 0.2 

Sample / 2.08 
3.8 Control 

Sample 
4.11 5.88 

Klebsiella 
pneumoniae 
ATCC 4352 

1.6×106 0.2 
Sample / 3.04 

2.5 Control 
Sample 

4.20 5.56 

 
Remark:  The control sample is plastic film without antimicrobial activity, provided by SGS laboratory. 
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SAMPLE DESCRIPTION：：：：Block sample 

 
Photo Appendix 

  
Test side 

SGS authenticate the photo on original report only 
*** End of Report*** 
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